Henan Anson Steel Co.,Ltd

Mill Test Certificate
Consumer: ------------------- Certificate No :  091024002S-1
Contract No : -----m=n=mmmmmm Total Weight:15.099MT Delivery Time: 2009-10-24
Production: ERW Steel Pipe
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1. THE CHEMICAL COMPOSITION FOLLOWS RAW MATERIAL CERTIFICATE.
2., WE HEREBY CERTIFY THAT THE MATERIAL DESCRIBED HEREIN HAS BEEN
Notes [MANUFACTURED,SAMPLED,TESTED AND INSPECTED IN ACCORDANCE WITH THE RESPECTIVE STANDARD AND SATISFIES THE REQUIREMENTS.
3. THE FILE IS INVAILD WITHOUT QUALITY STAMP.

After Service Connection:

86-372-5065801
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