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PO NO. : RE-EQ081226-SR01 CERIT NO. LCSW-090120K-02

SIZE: OD508mm x WT16.67 mm DATE: 2009-01-20

TEST CODE & SPECIFICATION:GB/T 5777-1996

MATERIAL: GB/T 8162-1999 Q345B 

ITEM NO. HEAT NO. LENGTH QUANTITY

61 784876 7560 1

62 784876 7950 1

63 784876 7700 1

64 784876 7640 1

65 784876 7950 1

66 784876 7550 1

67 784876 7360 1

68 784876 7640 1

69 784876 7460 1

70 784876 7580 1

71 784876 7450 1

72 784876 7550 1

73 784876 7750 1

74 784876 7890 1

75 784876 7900 1

AUTO ULTRASONIC EXAMINATION REPORTAUTO ULTRASONIC EXAMINATION REPORTAUTO ULTRASONIC EXAMINATION REPORTAUTO ULTRASONIC EXAMINATION REPORT

INSTRUMNET

TYPE
CUT-2010AIV PROBE NO 4 SET FREQUENCY 5.0MHZ

DIAMETER OF

SENSITIVITY
φ12mm TEST SPEED

0.5-2.5

M/MINUTE
COUPLANT WATER

RESULT

ACCEPTABLE

ACCEPTABLE

ACCEPTABLE

ACCEPTABLE

ACCEPTABLE

ACCEPTABLE

ACCEPTABLE

ACCEPTABLE

ACCEPTABLE
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